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ABSTRACT: The thermodynamics of dislocations in thin films of
lamella-forming diblock copolymers and their climb and glide motions
are investigated using single-chain-in-mean-field (SCMF) simulations
and self-consistent field theory (SCFT) in conjunction with the string
method. The glide motion of a defect perpendicular to the stripe pattern
is characterized by large free energy barriers. The barriers not only stem
from altering the domain topology; an additional barrier arises from a
small-amplitude but long-range domain displacement. In contrast, the
climb motion along the stripes does not involve a free energy barrier in
accord with the continuous translational invariance along the stripe.
Thus, the perpendicular distance (“impact parameter”) between a pair
of defects is approximately conserved. Dislocation pairs with opposite
Burgers vectors attract each other and move toward each other
(“collide”) via climb motion. We find that the forces between apposing
defects significantly depend on system size, and the Peach−Koehler force in smectic structures only becomes accurate for
extremely large system sizes. Moreover, we observe in SCMF simulations that the defect annihilation time qualitatively and
nonmonotonously depends on the defects’ perpendicular distance and rationalize this finding by the collective kinetics along the
minimum free energy path (MFEP) and the single-chain dynamics in an inhomogeneous environment.

■ INTRODUCTION
Block copolymer self-assembly provides a useful platform for
the fabrication of various ordered nanostructures.1−4 Varying
molecular architectures including chain topology and number
of blocks or species, one can fabricate a vast diversity of
equilibrium structures for a wide spectrum of potential
applications.5−7 For applications in microelectronics, extremely
small defect densities on the order of 1 defect in 100 cm2 are
required, and chemically or topographical substrate patterns are
employed to guide the structure formation. This directed self-
assembly (DSA) of block copolymers offers a promising
bottom-up patterning technique that is currently regarded as
one of the most appealing next-generation lithography
techniques.3,8,9 On one hand, DSA aims to generate large-
scale, defect-free, geometrically simple and dense struc-
tures.10−13 On the other hand, DSA targets the design of
irregular, device-oriented structures, of which some structural
units resemble the geometry of defects.14−17 For both
application aspects it is critical to understand and control the
thermodynamics and kinetics of defect formation and
annihilation.18,19

One of the most widely studied patterns in DSA are lines and
spaces (L/S) that are formed by the self-assembly of AB block
copolymers in thin films yielding perpendicularly standing
lamellae10 or single-layer lying cylinders.20−22 These L/S
structures in the context of DSA have also been intensively

studied by self-consistent field theory (SCFT).9,18,23,24

Imperfections due to stripe misalignment or disconnections
result in the occurrence of topological defects in the quasi-two-
dimensional patterns similar to what is observed in smectic
liquid crystals.9 One prototypical defect type are dislocations.
These defects not only appear in two-dimensional lamellar
morphologies in thin films without patterned substrate, but
they are also observed in single-layer lying cylinders guided by
topographical trenches25 or free-standing lamellae guided by
periodic chemical patterns with imperfect guiding conditions.26

Thermodynamically, the (meta)stability of a defect is
characterized by its excess free energy, ΔFd, i.e., the free
energy difference with respect to the corresponding defect-free
morphology.18 The free energy of a defect dictates the
probability that a defect is created by thermal fluctuations in
a defect-free morphology. Except for the ultimate vicinity of the

transition to the disordered phase, Δ ∼ ̅F k TB 5 with kB
denoting Boltzmann’s constant and T temperature. The large
values of the invariant degree of polymerization, ̅ ∼ 1045 ,
prevent the spontaneous formation of defects. This finding
implies that experimentally observed defects cannot be
conceived as rare equilibrium fluctuations in a defect-free
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defect free energy for lamellar pattern replication 
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extremely small defect  
density in equilibrium 
ΔFd=30kBT è σd~0.001/cm2 

defects observed in experiments are not thermal fluctuations around an 
ordered equilibrium state but appear in the course of structure formation 

 
tailor the kinetics of structure formation to  

 (a) avoid defect formation and (b) facilitate defect annihilation 
process-directed self-assembly 
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ordering kinetics: SCMF simulations 
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ordering kinetics: SCMF simulations 

  
 



 kinetics of structure formation:  
thin-film versus directed self-assembly   
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Figure 1. Top-down images of the ordering
on a symmetric L/S guiding pattern at �N =
30. The lateral dimensions are L

y

= L

z

=
10L0 and the guiding pattern consists of
alternating A and B-attractive lines of widths
W/L0 = 1/2 and strength ⇤N = 2. The
di↵erent panels present snapshots at times
t = 1000, 3000, 8000, and 14000 SMC.

Figure 2. Two-dimensional den-
sity profiles for the same system
as in Fig. 1 obtained by averag-
ing along the L/S pattern and over
10 independent simulations. The
panels correspond to times t =
1000, 2000, 3000, 4000, 5000, 6000, 8000,
and 10000 SMC from top to bottom.

⇡ 0.1⌧ . The enrichment of A segments on top of the A-attracting guiding lines gives rise
to a concomitant depletion of A segments further away from the substrate. In the averaged
side views this checkerboard structure is clearly visible. It consists of a perfectly ordered and
registered lamellar grain at the substrate and a top grain that is shifted by half a lamellar
period and contains some defects. The perfectly ordered bottom grain and the misaligned
top grain are separated by a horizontal grain boundary. From the side views we observe that
this horizontal grain boundary gradually moves upwards, i.e., the perfectly ordered bottom
grain growths in thickness whereas the misaligned top grain becomes thinner. This process
can be conceived as the wetting of the perfectly ordered and registered bottom grain on the
chemically guiding pattern. Note that the strength of the chemical guiding pattern is large. The
surface free-energy di↵erence �� in Eq. 5 is much larger than the tension of the internal AB

interface, �
AB
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�N/6 and therefore even the liquid of segments will wet the
corresponding lines of the chemical pattern. The grain boundary tension typically adopts much
smaller values [19, 20]. Eventually the misaligned top grain becomes so thin that the shifted
stripes break up into spots [9], and defect-free standing lamellae are established at t = 14000
SMC ⇡ 1.1⌧ .

This initial spontaneous self-assembly is directed by the guiding pattern. During this ideal
pattern replication no long-lived metastable defects are formed, and the entire process illustrates
the first stage of DSA – surface-directed spinodal self-assembly.

3.2. Density multiplication

Instead of merely replicating (and improving) the guiding pattern, sparse guiding patterns have
been successfully used to produce structures with a smaller characteristic dimension than the
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χN=30, 2×density multiplication, pattern W/L0=1/2, ΛN=2, neutral background 
       long-lived, metastable defects via asymmetric top/bottom composition 

guiding pattern [13]. In this second example we study the same system as before but the guiding
pattern comprises only 5 A-attracting lines with width W/L0 = 1/2 and a period of 2L0, i.e.,
the line density of the guiding pattern is half than that of the copolymer structure in the bulk.
The strength of the A-attracting lines is ⇤sN = 2 and the substrate area between the lines
(”background”) does not exhibit any preference for the segment species, ⇤bN = 0.

Figure 3. Top-down images of the ordering
on a L/S guiding pattern with 2⇥density
multiplication at �N = 30. The guiding
pattern consists of A-attractive lines with
W/L0 = 1/2 and ⇤N = 2 on a neutral
background. The di↵erent panels present
snapshots at times t = 1000, 10000, 100000,
and 2 · 106 SMC.

Figure 4. Two-dimensional den-
sity profiles for the same system
as in Fig. 3 obtained by averag-
ing along the L/S pattern and over
10 independent simulations. The
panels correspond to times t =
1000, 2000, 3000, 4000, 5000, 6000, 10000,
and 100000 SMC from top to bottom.

The kinetics of structure formation is presented in Figs. 3 and 4. The guiding pattern directs
the initial spinodal self-assembly. Within 1000 SMC a thin A-domain is established on top of
the A-attracting guiding line and the di↵usion of A segments towards the lines gives rise to a
cylindrical depletion zone that is clearly visible in Fig. 4. Within a molecular relaxation time,
⌧ , a thin, defect-free and registered A-domain is formed on each A-attracting guiding line, and
a preference for additional, standing A-lamellae is established on average in the middle between
the guiding lines.

In the subsequent course of structure formation the thickness of the defect-free and registered
A-domains on the A-attracting guiding line increases and standing A-lamellae are established.
On the neutral background, however, the lamellae are riddled with defects forming multiple
bridges to the neighboring A-lamellae on top of the guiding lines. Upon annealing, the defect
density decreases but some defects are persistent. At t = 300000 SMC ⇡ 33⌧ none of the
10 independent systems formed a defect-free lamellar structure. We annealed two systems for
up to 2 · 106 SMC ⇡ 222⌧ (see also Fig. 8) but tight dislocation pairs and small dislocations
remained (cf. last panel of Fig. 3). This observation provides a clear evidence that these defect
structures are metastable and that the thermally activated defect-removal process entails a large
free-energy barrier, �Fb. This is in good agreement with recent self-consistent field calculations
studying the minimum free-energy path of defect removal [21].
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χN=30, 2×density multiplication, pattern W/L0=1/2, ΛN=2, background ΛN=-0.2 
       defect-free ordering 

The equilibrium properties of copolymers on sparse guiding patterns have been carefully
investigated by Detcheverry et al [14] and Ramirez-Hernandez and co-workers [15]. E�ciently
equilibrating the structures by a sophisticated variety of Monte-Carlo moves – single-bead
displacements, reptation, whole-chain translation, and swapping of the two blocks – they
observed that a weakly B-attractive background increases the stability of defect-free standing
lamellae in comparison to alternate structures, and this finding has been corroborated by
experiments [14, 15].

Figure 5. Top-down images of the ordering
on a L/S guiding pattern with 2⇥density
multiplication at �N = 30. The guiding
pattern consists of A-attractive lines with
W/L0 = 1/2 and ⇤N = 2 on a weakly B-
attractive background, ⇤sN = �0.2. The
di↵erent panels present snapshots at times
t = 1000, 10000, 100000, and 200000 SMC.

Figure 6. Two-dimensional den-
sity profiles for the same system
as in Fig. 5 obtained by averag-
ing along the L/S pattern and over
10 independent simulations. The
panels correspond to times t =
1000, 2000, 3000, 4000, 5000, 6000, 10000,
and 100000 SMC from top to bottom.

In Figs. 5 and 6 we present the kinetics of structure formation on a weakly B-attractive
background, ⇤bN = �0.2. Qualitatively the structure formation proceeds similar to the
situation with a neutral background. However, the averaged side views in Fig. 6 reveal that
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structure is significantly more symmetric. There is an A-domain on top of the strongly A-
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(instead of a weak preference for a standing A-lamella for ⇤sN = 0). This more symmetric
averaged structure is less prone to form persistent defects. Typically, defects consists in localized
connections between neighboring lines (”micro-bridges”, cf. penultimate panel of Fig. 5) that
rather rapidly anneal. 7 out of 10 independent simulations achieved defect-free assembly at
t = 200000 SMC ⇡ 22⌧ . The remaining 3 systems featured (i) a micro-bridge, (ii) a partially
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system (i) with the micro-bridge converted into a defect-free structure at time t = 220000 SMC,
whereas the system (iii) with the tight dislocation pair still retained the defect at t = 575000
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The defect annihilation pathway of the system (ii) with a partial dislocation dipole is
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system: dislocation pair, χN=30, non-patterned surface  
particle simulations using Single-Chain-in-Mean-Field algorithm 
 
 
 

 dislocation motion – glide and climb   

Peach, Koehler, Phys. Rev. 80, 436 (1950) 
Pershan, J. Appl. Phys. 45, 1590 (1974) 

Eykholt, Srolovitz, J. Appl. Phys. 65, 4204 (1989) 
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defect motion perpendicular to stripes involves domain breaking (barrier) 
•  very low defect mobility for perpendicular glide motion 
•  perpendicular distance between edge dislocations remains conserved 
•  translation invariance along stripes       no barrier for climb motion 

system: dislocation glide by half a period, χN=30, non-patterned surface  
self-consistent field theory (SCFT) calculations / string method F[W] 

with respect to x = Lx/2. The dislocation pair corresponds to an
extra lamella domain for Lx/4 < x < 3Lx/4. In the initial stage, α
= 0, the dislocation cores are formed by an isolated B droplet
(i.e., B-core dislocation), whereas in the final stage, α = 1/2,
there are two apposing A-core dislocations. The ending
morphology, α = 1/2, of the string is obtained from the initial
one, α = 0, by breaking the upper misconnections of the two
dislocations as shown in Figure 11. Obviously, starting and
ending morphologies have equal free energies in a symmetric
block copolymer, and the interval 0 ≤ α ≤ 1/2 corresponds to
half a glide process.

The inner domain spacing, Lx/4 < x < 3Lx/4, is din = Ly/(Np
+ 1), and the outer periodicity is dout = Ly/Np with Np = 8. We
choose the perpendicular system size Ly = Np(Np + 1) d0/(Np +
1/2), asserting that the inner Np + 1 lamellae are compressed
and the outer Np lamellae are stretched so that their free
energies per chain in the stretched and compressed domains are
approximately equal. This choice results in a cancellation of the
boundary-induced forces (discussed in the section Interaction
of Two Apposing Dislocations).
The MFEP of the glide motion of the apposing dislocations

is presented in Figure 11. Its multiple free energy extrema are
indicated by the numbered arrows. The concomitant
intermediate morphologies along the MFEP are depicted in
panels b1−b3 of Figure 11, where we only show the lateral area
around the right dislocation core marked by the red frame in
the panel of the morphology at α = 0 and the top-left portion of
this area inside the blue box is further enlarged to show the
cross section of the broken A domain.
The first maximum along the MFEP, at α = 0.0625,

corresponds to triggering the rupture of the misconnected A
domain that participates in the Y-shaped junction. Similar to
the MFEP of annihilating a tight dislocation pair, this rupture of
the A domain is a truly three-dimensional process that starts at

one of the two confining, nonpreferential surfaces of the film.
The excess free energy arises from the creation of a wedge-
shaped A domain, where the unfavorably thin domain thickness
at the top of the film frustrates the packing of the
macromolecules and increases the area of the internal AB
interfaces (cf. Figure 11b1). We note that the corresponding
free energy barrier, Δf b ≈ 0.06, is slightly larger than the free
energy barrier, 0.05, encountered in breaking an A domain in
the course of annihilating a tight dislocation pair.18

This finding indicates that the barriers for breaking
connections are influenced by the local geometry and the
concomitant local distortion of the domains giving rise to
stretched or compressed domains and a local increase of the
internal AB interface area. As the breaking of the A domain
progresses from the top of the film toward the substrate, the
free energy is reduced and a new metastable state is formed at α
≈ 0.1094. In this metastable state, only the top half of the A
domain is broken, but the bottom portion of the Y-shaped
connection remains intact. This metastable structure has a lower
free energy than the isolated, quasi-two-dimensional disloca-
tion, α = 0. Indeed, such a partially broken A domain is also
observed as long-lived structure in the simulation of the
stagnation climb for t < 28τ; cf. bottom row of snapshots in
Figure 1.
The portion 0.3594 ≤ α ≤ 0.5 of the MFEP path

corresponds to breaking the bottom half of the A connection,
completing the transformation from B-core dislocation to an A-
core dislocation. By virtue of the compositional symmetry of
the copolymer and geometric symmetry of the intermediate
defect morphologies, the MFEP path is symmetric with respect
to α = 1/4.
The configurations along the MFEP at α = 0.1094, 1/4, and

0.3594 demonstrate that the large free energy barrier, Δf b ≈
0.3, at α = 0.25 is not associated with altering the domain
connectivity. In fact, the local morphologies at α = 0.1094 and
0.25 are very similar. Instead, the barrier at α = 1/4 arises from
a subtle but long-range distortion of the morphology. In the
initial B-core dislocation, α = 0, the system exhibits a mirror
symmetry with respect to the center of the isolated inner B
domain that forms the defect core. Likewise, the final A-core
dislocation, α = 1/2, is symmetric with respect to the center of
the isolated, inner A domain. Since the domain spacings, din and
dout, of the inner and outer lamellae differ, such a shift of the
symmetry axis by din/2 also requires that the relative
positioning of the inner and outer lamellae is altered. As
sketched in Figure 12, the upward shift of the symmetry axis by
din/2 between α = 0 and α = 1/2 is accompanied by a

Figure 11. (a) MFEP for the glide motion of a pair of apposing
dislocations. The system size in the normal direction is Ly = 8/(1 − 1/
18)d0. (b1−b3) Isosurface plots of A density of the portion around the
right dislocation inside the red box for three intermediate
morphologies located at α ≈ 0.0625, α ≈ 0.1094, and α = 0.2500
and their cleaved portion at the left-top showing the cross section of
the broken A domain.

Figure 12. Sketch of the symmetry axis of the B-core dislocation at α =
0 and the A-core dislocation at α = 1/2. The upward shift of the
symmetry axis by din/2 also imposes a shift of the inner and outer
domains with respect to each other by Δy = (dout − din)/2.
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 dislocation glide – barrier for motion perpendicular to stripes   

Li, Müller, Macromolecules 49, 6126 (2016) 
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 dislocation climb: which defect annihilates first?   
system: dislocation pair, χN=30, no pattern, different “impact parameters”  
particle simulations using Single-Chain-in-Mean-Field algorithm 
 
 
 
 
 
 
 
 
dislocation pair with opposite Burgers vectors (different perp. distances) 
       attractive Peach-Koehler force results in defect motion parallel to stripes 
questions: 
a)  how large is the attractive force? 
b)  how fast does the defect move? 
c)  does defect motion/collision result in defect annihilation?  
 

no perpendicular shift Lo perpendiclar shift 2Lo perpendicular shift 



 dislocation climb   

t/τ = 0         112                 225                337               449                506 
4.5 106 SMC 

evaporation climb: 1.26Reo×12.5925Reo×25.185Reo 

t/τ = 0          5.62               11.23             16.85             19.44             20 
1.7 105 SMC 

unconstraint climb: 1.26Reo×22.67Reo×10.07Reo 

t/τ = 0          5.62              11.23             16.85             28                 1000 … 
5 106 SMC 

stagnation climb – metastable dipole: 1.26Reo×15.11Reo×10.07Reo 

no perpend.  
shift 

Lo perpend.  
shift 

2Lo perpend.  
shift 
8 106 SMC 

2Lo vertical  
shift 
8.9 106 SMC 



system: dislocation pair, χN=30, non-patterned surface  
SCFT calculations, string method F[W] 
 
 
 
 
 
 
 
 
 
 
excess free energy depends linearly on distance L (parallel to stripes) 
thermodynamic driving force: excess free energy of extra half lamella 
                                             and same magnitude for all 3 cases 
 
 

 a) how large is the attractive force? 
   

this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the
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Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy
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L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34
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decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.

Macromolecules Article

DOI: 10.1021/acs.macromol.6b01088
Macromolecules 2016, 49, 6126−6138

6131

this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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system: dislocation pair, χN=30, non-patterned surface  
SCFT calculations, string method F[W] 
 
 
 
 
 
 
 
 
 
 
excess free energy depends linearly on distance L (parallel to stripes) 
thermodynamic driving force: excess free energy of extra half lamella 
                                             and same magnitude for all 3 cases 
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 a) how large is the attractive force? 
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system: dislocation pair, χN=30, non-patterned surface, (24Lo)2  
SCFT calculations, Lo=1.825Re, f=1/2 
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3D results for smaller systems, Δfd linearly depends on the
distance, L, corresponding to a constant, attractive force
between the defects. Thus, even for these large systems the
boundary-induced force dominates the behavior.
In accord with the phenomenological considerations, we find

that the force decreases as we increase the perpendicular system
extension, Ly. In Figure 9, we plot the magnitude of the force,

i.e., the slope of the excess free energy indicated by the straight
lines in Figure 8, as a function of Np/(Np + 1)2, as suggested by
the phenomenological considerations. Importantly, a linear
extrapolation toward Np → ∞, indicated by the blue solid line,
reveals a finite abscissa offset that provides an order-of-
magnitude estimate of the Peach−Koehler force. We observe
that the data for the largest perpendicular size, Ly = 48d0,
slightly deviates from the suggested linear behavior, indicating
that simple assumptions may become inaccurate for large Ly.
Up to now we have only considered the limit of vanishingly

low defect density by studying a pair of dislocations and the
interactions between themselves and with the periodic
boundaries. At earlier times during the structure formation,
the defect density is larger and the long-range strain fields of
multiple defects will interfere. In order to explore the
interaction between multiple defects, we consider four
dislocation (see Figure 10). Dislocations with opposite Burgers
vector are characterized by the impact parameter, Δ = 2d0, and

the boundary-induced forces result in a pairwise condensation
into tight, metastable dislocation dipoles (via stagnation
climbs). Figure 10 demonstrates that the strain-field-mediated
and boundary-induced interactions between these tight
dislocation dipoles are very small; i.e., the structure is almost
completely stress-free. Only when the mutual distance L
becomes comparable to 2d0 there is a small attraction, and at
that distance, the deviation of the morphology from that of two
undisturbed, tight dislocation dipoles is clearly visible.

Glide Motion of a Defect. In the previous section we have
considered the motion of a defect along the stripe direction. By
virtue of the translational invariance along the stripe, the
motion of an isolated defect along the stripe can occur in
infinitesimally small steps that do not incur a free energy
change. The situation is dramatically different for the motion of
a defect perpendicular to the stripe pattern because there is no
continuous translational symmetry in that direction but the
motion occurs in discrete jumps of the lamellar spacing.
Therefore, glide motion is a thermally activated process that in
soft matter systems like liquid crystals or copolymer materials is
strongly suppressed.43 This behavior is in accord with recent
experiments25 and the simulation data in Figure 1, where the
impact parameter, Δ, is conserved during defect motion. Here
we explicitly calculate the free energy barrier involved in the
glide of a dislocation perpendicular to the stripe.
This barrier of dislocation glide is of interest for two reasons:

(i) At the late stages of ordering, when the defect density is
small, glide motion is involved in defect annihilation. For
instance, the annihilation of a dislocation pair with opposite
Burgers vectors and Δ > 2d0

34 requires a sequence of
rearrangements that resembles the glide motion of one of the
dislocations. (ii) One could expect that free energy barriers of a
dislocation glide behave similar as the free energy barriers of
annihilating a metastable dislocation pair because both
processes involve the breaking and reconnecting of lamellar
domains. Such an agreement of the free energy barriers would
suggest that the breaking and reconnecting of lamellar domains
is the elementary process of defect annihilation and ordering
kinetics.
To facilitate the determination of the MFEP of the glide

process by three-dimensional SCFT calculations, we consider
an apposing dislocation pair with Δ = 0 (similar to Figure 4) as
starting morphology, α = 0, of the string. The distance between
the apposing dislocations along the stripe direction is L = Lx/2,
and we impose a mirror symmetry along the stripe direction, x

Figure 8. Excess free energy Δfd, of the defect morphology for various
system sizes, Ly, as a function of the dislocation distance, L. Ly = 12d0,
16d0, 24d0, and 48d0, varies from top to bottom. The solid lines
indicate a linear fit to the data at large L.

Figure 9.Magnitude of the force (i.e., the slope of the linear portion of
the excess free energy in Figure 8), acting on two dislocations, as a
function of Np/(Np + 1)2. The blue solid line indicates the simple
linear extrapolation.

Figure 10. Interaction, Δf, between four dislocation cores which have
pairwise condensed into tight dislocation dipoles for Ly = 8d0. The
distance, L, is indicated in one of the morphologies obtained by two-
dimensional SCFT calculations.
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system: dislocation pair, χN=30, non-patterned surface, (24Lo)2  
SCFT calculations, Lo=1.825Re, f=1/2 
 
 
 
 
 
 
 
 
 
 

3D results for smaller systems, Δfd linearly depends on the
distance, L, corresponding to a constant, attractive force
between the defects. Thus, even for these large systems the
boundary-induced force dominates the behavior.
In accord with the phenomenological considerations, we find

that the force decreases as we increase the perpendicular system
extension, Ly. In Figure 9, we plot the magnitude of the force,

i.e., the slope of the excess free energy indicated by the straight
lines in Figure 8, as a function of Np/(Np + 1)2, as suggested by
the phenomenological considerations. Importantly, a linear
extrapolation toward Np → ∞, indicated by the blue solid line,
reveals a finite abscissa offset that provides an order-of-
magnitude estimate of the Peach−Koehler force. We observe
that the data for the largest perpendicular size, Ly = 48d0,
slightly deviates from the suggested linear behavior, indicating
that simple assumptions may become inaccurate for large Ly.
Up to now we have only considered the limit of vanishingly

low defect density by studying a pair of dislocations and the
interactions between themselves and with the periodic
boundaries. At earlier times during the structure formation,
the defect density is larger and the long-range strain fields of
multiple defects will interfere. In order to explore the
interaction between multiple defects, we consider four
dislocation (see Figure 10). Dislocations with opposite Burgers
vector are characterized by the impact parameter, Δ = 2d0, and

the boundary-induced forces result in a pairwise condensation
into tight, metastable dislocation dipoles (via stagnation
climbs). Figure 10 demonstrates that the strain-field-mediated
and boundary-induced interactions between these tight
dislocation dipoles are very small; i.e., the structure is almost
completely stress-free. Only when the mutual distance L
becomes comparable to 2d0 there is a small attraction, and at
that distance, the deviation of the morphology from that of two
undisturbed, tight dislocation dipoles is clearly visible.

Glide Motion of a Defect. In the previous section we have
considered the motion of a defect along the stripe direction. By
virtue of the translational invariance along the stripe, the
motion of an isolated defect along the stripe can occur in
infinitesimally small steps that do not incur a free energy
change. The situation is dramatically different for the motion of
a defect perpendicular to the stripe pattern because there is no
continuous translational symmetry in that direction but the
motion occurs in discrete jumps of the lamellar spacing.
Therefore, glide motion is a thermally activated process that in
soft matter systems like liquid crystals or copolymer materials is
strongly suppressed.43 This behavior is in accord with recent
experiments25 and the simulation data in Figure 1, where the
impact parameter, Δ, is conserved during defect motion. Here
we explicitly calculate the free energy barrier involved in the
glide of a dislocation perpendicular to the stripe.
This barrier of dislocation glide is of interest for two reasons:

(i) At the late stages of ordering, when the defect density is
small, glide motion is involved in defect annihilation. For
instance, the annihilation of a dislocation pair with opposite
Burgers vectors and Δ > 2d0

34 requires a sequence of
rearrangements that resembles the glide motion of one of the
dislocations. (ii) One could expect that free energy barriers of a
dislocation glide behave similar as the free energy barriers of
annihilating a metastable dislocation pair because both
processes involve the breaking and reconnecting of lamellar
domains. Such an agreement of the free energy barriers would
suggest that the breaking and reconnecting of lamellar domains
is the elementary process of defect annihilation and ordering
kinetics.
To facilitate the determination of the MFEP of the glide

process by three-dimensional SCFT calculations, we consider
an apposing dislocation pair with Δ = 0 (similar to Figure 4) as
starting morphology, α = 0, of the string. The distance between
the apposing dislocations along the stripe direction is L = Lx/2,
and we impose a mirror symmetry along the stripe direction, x

Figure 8. Excess free energy Δfd, of the defect morphology for various
system sizes, Ly, as a function of the dislocation distance, L. Ly = 12d0,
16d0, 24d0, and 48d0, varies from top to bottom. The solid lines
indicate a linear fit to the data at large L.

Figure 9.Magnitude of the force (i.e., the slope of the linear portion of
the excess free energy in Figure 8), acting on two dislocations, as a
function of Np/(Np + 1)2. The blue solid line indicates the simple
linear extrapolation.

Figure 10. Interaction, Δf, between four dislocation cores which have
pairwise condensed into tight dislocation dipoles for Ly = 8d0. The
distance, L, is indicated in one of the morphologies obtained by two-
dimensional SCFT calculations.
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system: dislocation pair, χN=30, non-patterned surface  
SCFT calculations, Lo=1.825Re, f=1/2 
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this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.

Macromolecules Article

DOI: 10.1021/acs.macromol.6b01088
Macromolecules 2016, 49, 6126−6138

6131

this regime, α < 0.7, the reaction coordinate correlates well with
the distance, L(t), between the defect cores in the direction
parallel to the stripes. Thus, a linear dependence indicates a

distance-independent force, K ∼ −(dΔF/dα)(dα/dL), between
the two apposing dislocations with opposite Burgers vectors.
When the defect cores approach each other, L ∼ d0, there is a
shoulder in the free energy profile but no barrier.
Morphological snapshots in the vicinity of the shoulder of
the free energy profile are depicted in Figure 4. The sequence
of structures and the details of the defect-annihilation process
nicely agree with the simulation snapshots of Figure 1,
suggesting that the MFEP of the EPD free energy functional,
G[W], accurately captures the defect-annihilation path.
In the second case with Δ = d0 (cf. Figure 5), the free energy

Δf also decreases linearly with the reaction coordinate for L0 −
L(t) ∼ α < 0.725, indicating a distance-independent attractive
force between the defects. Deviations from this linear behavior
occur for L ∼ d0, indicating a strong attraction and
thermodynamic driving force toward defect annihilation.
Again the sequence of morphologies along the string and the
absence of a free energy barrier nicely match the configuration
snapshots of the simulations.
Since the third case with Δ = 2d0, presented in Figure 6,

kinetically evolves into a metastable tight dislocation pair, we
choose this tight dislocation pair as the ending morphology of
the string. Note that this ending morphology at α = 1 with two
identical cores is not exactly the same as that of the last
simulation snapshot with two different cores (cf. Figure 1). The
former defect can be formed by connecting the A-end core with
the upper A-lamella in the latter morphology. The evolution
from this metastable tight dislocation pair into a defect-free
structure has been studied by SCFT18 and simulations.34

Similar to the previous case, the excess free energy linearly
decreases along the MFEP until the two dislocations meet at α
≈ 0.8. When the two dislocations pass by each other, there are
deviations from the linear relation between Δf and α that stem
from the distortion of the domains as the metastable state is
formed. The initial, linear behavior again indicates a constant
attractive force, and the MFEP successfully predicts the

Figure 4. (a) MFEPs for the removal of two apposing dislocations
with impact parameter, Δ = 0, for two different boundary conditions:
Ly = 8d0; i.e., the 8 outer lamellae adopt their equilibrium spacing
whereas the 9 inner lamellae are compressed (black cross symbols),
and Ly = 8.458d0, i.e., inner and outer lamellae are equally frustrated
(blue circle symbols). The red dashed line indicates a linear fit for the
linear part, α < 0.7, of the data in the first case. As the reaction
coordinate linearly correlates with the distance between the defect
cores, L (L = 8.212Re0, 4.398Re0, and 2.464Re0 for α = 0, 0,4, and 0.6),
a distance-independent attractive force, −dΔf/dL ≈ 0.498, is extracted.
(b1−b3) Three intermediate morphologies located at α = 0.725, α =
0.825, and α = 0.850, respectively. The inset shows the enlarged
MFEP in the second case.

Figure 5. (a) MFEP for the removal of a pair of dislocations with
impact parameter Δ = d0. The constant force extracted from the linear
part of the free energy profile is −Re0 dΔf/dL ≈ 0.495. Three typical
points, located at α = 0.725, α = 0.850, and α = 0.900 are indicated by
numbered arrows, and their isosurfaces of A density are plotted in
panels b1−b3.

Figure 6. (a) MFEP for the evolution of a pair of dislocations with
impact parameter Δ = 2d0. The constant force is −Re0 dΔf/dL ≈
0.490. (b1−b3) Three intermediate morphologies located at α = 0.500,
α = 0.850, and α = 0.925, respectively.
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•  states 2 and 4 correspond to 
metastable half-broken domains 
 
 
 

•  main barrier of glide arises  
from subtle shift of domains by 
Δy ~ 1/Ly 

system: dislocation glide by half a period, χN=30, non-patterned surface  
self-consistent field theory (SCFT) calculations / string method F[W] 

 compression force also dictates dislocation glide 

Li, Müller, Macromolecules 49, 6126 (2016) 

with respect to x = Lx/2. The dislocation pair corresponds to an
extra lamella domain for Lx/4 < x < 3Lx/4. In the initial stage, α
= 0, the dislocation cores are formed by an isolated B droplet
(i.e., B-core dislocation), whereas in the final stage, α = 1/2,
there are two apposing A-core dislocations. The ending
morphology, α = 1/2, of the string is obtained from the initial
one, α = 0, by breaking the upper misconnections of the two
dislocations as shown in Figure 11. Obviously, starting and
ending morphologies have equal free energies in a symmetric
block copolymer, and the interval 0 ≤ α ≤ 1/2 corresponds to
half a glide process.

The inner domain spacing, Lx/4 < x < 3Lx/4, is din = Ly/(Np
+ 1), and the outer periodicity is dout = Ly/Np with Np = 8. We
choose the perpendicular system size Ly = Np(Np + 1) d0/(Np +
1/2), asserting that the inner Np + 1 lamellae are compressed
and the outer Np lamellae are stretched so that their free
energies per chain in the stretched and compressed domains are
approximately equal. This choice results in a cancellation of the
boundary-induced forces (discussed in the section Interaction
of Two Apposing Dislocations).
The MFEP of the glide motion of the apposing dislocations

is presented in Figure 11. Its multiple free energy extrema are
indicated by the numbered arrows. The concomitant
intermediate morphologies along the MFEP are depicted in
panels b1−b3 of Figure 11, where we only show the lateral area
around the right dislocation core marked by the red frame in
the panel of the morphology at α = 0 and the top-left portion of
this area inside the blue box is further enlarged to show the
cross section of the broken A domain.
The first maximum along the MFEP, at α = 0.0625,

corresponds to triggering the rupture of the misconnected A
domain that participates in the Y-shaped junction. Similar to
the MFEP of annihilating a tight dislocation pair, this rupture of
the A domain is a truly three-dimensional process that starts at

one of the two confining, nonpreferential surfaces of the film.
The excess free energy arises from the creation of a wedge-
shaped A domain, where the unfavorably thin domain thickness
at the top of the film frustrates the packing of the
macromolecules and increases the area of the internal AB
interfaces (cf. Figure 11b1). We note that the corresponding
free energy barrier, Δf b ≈ 0.06, is slightly larger than the free
energy barrier, 0.05, encountered in breaking an A domain in
the course of annihilating a tight dislocation pair.18

This finding indicates that the barriers for breaking
connections are influenced by the local geometry and the
concomitant local distortion of the domains giving rise to
stretched or compressed domains and a local increase of the
internal AB interface area. As the breaking of the A domain
progresses from the top of the film toward the substrate, the
free energy is reduced and a new metastable state is formed at α
≈ 0.1094. In this metastable state, only the top half of the A
domain is broken, but the bottom portion of the Y-shaped
connection remains intact. This metastable structure has a lower
free energy than the isolated, quasi-two-dimensional disloca-
tion, α = 0. Indeed, such a partially broken A domain is also
observed as long-lived structure in the simulation of the
stagnation climb for t < 28τ; cf. bottom row of snapshots in
Figure 1.
The portion 0.3594 ≤ α ≤ 0.5 of the MFEP path

corresponds to breaking the bottom half of the A connection,
completing the transformation from B-core dislocation to an A-
core dislocation. By virtue of the compositional symmetry of
the copolymer and geometric symmetry of the intermediate
defect morphologies, the MFEP path is symmetric with respect
to α = 1/4.
The configurations along the MFEP at α = 0.1094, 1/4, and

0.3594 demonstrate that the large free energy barrier, Δf b ≈
0.3, at α = 0.25 is not associated with altering the domain
connectivity. In fact, the local morphologies at α = 0.1094 and
0.25 are very similar. Instead, the barrier at α = 1/4 arises from
a subtle but long-range distortion of the morphology. In the
initial B-core dislocation, α = 0, the system exhibits a mirror
symmetry with respect to the center of the isolated inner B
domain that forms the defect core. Likewise, the final A-core
dislocation, α = 1/2, is symmetric with respect to the center of
the isolated, inner A domain. Since the domain spacings, din and
dout, of the inner and outer lamellae differ, such a shift of the
symmetry axis by din/2 also requires that the relative
positioning of the inner and outer lamellae is altered. As
sketched in Figure 12, the upward shift of the symmetry axis by
din/2 between α = 0 and α = 1/2 is accompanied by a

Figure 11. (a) MFEP for the glide motion of a pair of apposing
dislocations. The system size in the normal direction is Ly = 8/(1 − 1/
18)d0. (b1−b3) Isosurface plots of A density of the portion around the
right dislocation inside the red box for three intermediate
morphologies located at α ≈ 0.0625, α ≈ 0.1094, and α = 0.2500
and their cleaved portion at the left-top showing the cross section of
the broken A domain.

Figure 12. Sketch of the symmetry axis of the B-core dislocation at α =
0 and the A-core dislocation at α = 1/2. The upward shift of the
symmetry axis by din/2 also imposes a shift of the inner and outer
domains with respect to each other by Δy = (dout − din)/2.
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with respect to x = Lx/2. The dislocation pair corresponds to an
extra lamella domain for Lx/4 < x < 3Lx/4. In the initial stage, α
= 0, the dislocation cores are formed by an isolated B droplet
(i.e., B-core dislocation), whereas in the final stage, α = 1/2,
there are two apposing A-core dislocations. The ending
morphology, α = 1/2, of the string is obtained from the initial
one, α = 0, by breaking the upper misconnections of the two
dislocations as shown in Figure 11. Obviously, starting and
ending morphologies have equal free energies in a symmetric
block copolymer, and the interval 0 ≤ α ≤ 1/2 corresponds to
half a glide process.

The inner domain spacing, Lx/4 < x < 3Lx/4, is din = Ly/(Np
+ 1), and the outer periodicity is dout = Ly/Np with Np = 8. We
choose the perpendicular system size Ly = Np(Np + 1) d0/(Np +
1/2), asserting that the inner Np + 1 lamellae are compressed
and the outer Np lamellae are stretched so that their free
energies per chain in the stretched and compressed domains are
approximately equal. This choice results in a cancellation of the
boundary-induced forces (discussed in the section Interaction
of Two Apposing Dislocations).
The MFEP of the glide motion of the apposing dislocations

is presented in Figure 11. Its multiple free energy extrema are
indicated by the numbered arrows. The concomitant
intermediate morphologies along the MFEP are depicted in
panels b1−b3 of Figure 11, where we only show the lateral area
around the right dislocation core marked by the red frame in
the panel of the morphology at α = 0 and the top-left portion of
this area inside the blue box is further enlarged to show the
cross section of the broken A domain.
The first maximum along the MFEP, at α = 0.0625,

corresponds to triggering the rupture of the misconnected A
domain that participates in the Y-shaped junction. Similar to
the MFEP of annihilating a tight dislocation pair, this rupture of
the A domain is a truly three-dimensional process that starts at

one of the two confining, nonpreferential surfaces of the film.
The excess free energy arises from the creation of a wedge-
shaped A domain, where the unfavorably thin domain thickness
at the top of the film frustrates the packing of the
macromolecules and increases the area of the internal AB
interfaces (cf. Figure 11b1). We note that the corresponding
free energy barrier, Δf b ≈ 0.06, is slightly larger than the free
energy barrier, 0.05, encountered in breaking an A domain in
the course of annihilating a tight dislocation pair.18

This finding indicates that the barriers for breaking
connections are influenced by the local geometry and the
concomitant local distortion of the domains giving rise to
stretched or compressed domains and a local increase of the
internal AB interface area. As the breaking of the A domain
progresses from the top of the film toward the substrate, the
free energy is reduced and a new metastable state is formed at α
≈ 0.1094. In this metastable state, only the top half of the A
domain is broken, but the bottom portion of the Y-shaped
connection remains intact. This metastable structure has a lower
free energy than the isolated, quasi-two-dimensional disloca-
tion, α = 0. Indeed, such a partially broken A domain is also
observed as long-lived structure in the simulation of the
stagnation climb for t < 28τ; cf. bottom row of snapshots in
Figure 1.
The portion 0.3594 ≤ α ≤ 0.5 of the MFEP path

corresponds to breaking the bottom half of the A connection,
completing the transformation from B-core dislocation to an A-
core dislocation. By virtue of the compositional symmetry of
the copolymer and geometric symmetry of the intermediate
defect morphologies, the MFEP path is symmetric with respect
to α = 1/4.
The configurations along the MFEP at α = 0.1094, 1/4, and

0.3594 demonstrate that the large free energy barrier, Δf b ≈
0.3, at α = 0.25 is not associated with altering the domain
connectivity. In fact, the local morphologies at α = 0.1094 and
0.25 are very similar. Instead, the barrier at α = 1/4 arises from
a subtle but long-range distortion of the morphology. In the
initial B-core dislocation, α = 0, the system exhibits a mirror
symmetry with respect to the center of the isolated inner B
domain that forms the defect core. Likewise, the final A-core
dislocation, α = 1/2, is symmetric with respect to the center of
the isolated, inner A domain. Since the domain spacings, din and
dout, of the inner and outer lamellae differ, such a shift of the
symmetry axis by din/2 also requires that the relative
positioning of the inner and outer lamellae is altered. As
sketched in Figure 12, the upward shift of the symmetry axis by
din/2 between α = 0 and α = 1/2 is accompanied by a

Figure 11. (a) MFEP for the glide motion of a pair of apposing
dislocations. The system size in the normal direction is Ly = 8/(1 − 1/
18)d0. (b1−b3) Isosurface plots of A density of the portion around the
right dislocation inside the red box for three intermediate
morphologies located at α ≈ 0.0625, α ≈ 0.1094, and α = 0.2500
and their cleaved portion at the left-top showing the cross section of
the broken A domain.

Figure 12. Sketch of the symmetry axis of the B-core dislocation at α =
0 and the A-core dislocation at α = 1/2. The upward shift of the
symmetry axis by din/2 also imposes a shift of the inner and outer
domains with respect to each other by Δy = (dout − din)/2.
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with respect to x = Lx/2. The dislocation pair corresponds to an
extra lamella domain for Lx/4 < x < 3Lx/4. In the initial stage, α
= 0, the dislocation cores are formed by an isolated B droplet
(i.e., B-core dislocation), whereas in the final stage, α = 1/2,
there are two apposing A-core dislocations. The ending
morphology, α = 1/2, of the string is obtained from the initial
one, α = 0, by breaking the upper misconnections of the two
dislocations as shown in Figure 11. Obviously, starting and
ending morphologies have equal free energies in a symmetric
block copolymer, and the interval 0 ≤ α ≤ 1/2 corresponds to
half a glide process.

The inner domain spacing, Lx/4 < x < 3Lx/4, is din = Ly/(Np
+ 1), and the outer periodicity is dout = Ly/Np with Np = 8. We
choose the perpendicular system size Ly = Np(Np + 1) d0/(Np +
1/2), asserting that the inner Np + 1 lamellae are compressed
and the outer Np lamellae are stretched so that their free
energies per chain in the stretched and compressed domains are
approximately equal. This choice results in a cancellation of the
boundary-induced forces (discussed in the section Interaction
of Two Apposing Dislocations).
The MFEP of the glide motion of the apposing dislocations

is presented in Figure 11. Its multiple free energy extrema are
indicated by the numbered arrows. The concomitant
intermediate morphologies along the MFEP are depicted in
panels b1−b3 of Figure 11, where we only show the lateral area
around the right dislocation core marked by the red frame in
the panel of the morphology at α = 0 and the top-left portion of
this area inside the blue box is further enlarged to show the
cross section of the broken A domain.
The first maximum along the MFEP, at α = 0.0625,

corresponds to triggering the rupture of the misconnected A
domain that participates in the Y-shaped junction. Similar to
the MFEP of annihilating a tight dislocation pair, this rupture of
the A domain is a truly three-dimensional process that starts at

one of the two confining, nonpreferential surfaces of the film.
The excess free energy arises from the creation of a wedge-
shaped A domain, where the unfavorably thin domain thickness
at the top of the film frustrates the packing of the
macromolecules and increases the area of the internal AB
interfaces (cf. Figure 11b1). We note that the corresponding
free energy barrier, Δf b ≈ 0.06, is slightly larger than the free
energy barrier, 0.05, encountered in breaking an A domain in
the course of annihilating a tight dislocation pair.18

This finding indicates that the barriers for breaking
connections are influenced by the local geometry and the
concomitant local distortion of the domains giving rise to
stretched or compressed domains and a local increase of the
internal AB interface area. As the breaking of the A domain
progresses from the top of the film toward the substrate, the
free energy is reduced and a new metastable state is formed at α
≈ 0.1094. In this metastable state, only the top half of the A
domain is broken, but the bottom portion of the Y-shaped
connection remains intact. This metastable structure has a lower
free energy than the isolated, quasi-two-dimensional disloca-
tion, α = 0. Indeed, such a partially broken A domain is also
observed as long-lived structure in the simulation of the
stagnation climb for t < 28τ; cf. bottom row of snapshots in
Figure 1.
The portion 0.3594 ≤ α ≤ 0.5 of the MFEP path

corresponds to breaking the bottom half of the A connection,
completing the transformation from B-core dislocation to an A-
core dislocation. By virtue of the compositional symmetry of
the copolymer and geometric symmetry of the intermediate
defect morphologies, the MFEP path is symmetric with respect
to α = 1/4.
The configurations along the MFEP at α = 0.1094, 1/4, and

0.3594 demonstrate that the large free energy barrier, Δf b ≈
0.3, at α = 0.25 is not associated with altering the domain
connectivity. In fact, the local morphologies at α = 0.1094 and
0.25 are very similar. Instead, the barrier at α = 1/4 arises from
a subtle but long-range distortion of the morphology. In the
initial B-core dislocation, α = 0, the system exhibits a mirror
symmetry with respect to the center of the isolated inner B
domain that forms the defect core. Likewise, the final A-core
dislocation, α = 1/2, is symmetric with respect to the center of
the isolated, inner A domain. Since the domain spacings, din and
dout, of the inner and outer lamellae differ, such a shift of the
symmetry axis by din/2 also requires that the relative
positioning of the inner and outer lamellae is altered. As
sketched in Figure 12, the upward shift of the symmetry axis by
din/2 between α = 0 and α = 1/2 is accompanied by a

Figure 11. (a) MFEP for the glide motion of a pair of apposing
dislocations. The system size in the normal direction is Ly = 8/(1 − 1/
18)d0. (b1−b3) Isosurface plots of A density of the portion around the
right dislocation inside the red box for three intermediate
morphologies located at α ≈ 0.0625, α ≈ 0.1094, and α = 0.2500
and their cleaved portion at the left-top showing the cross section of
the broken A domain.

Figure 12. Sketch of the symmetry axis of the B-core dislocation at α =
0 and the A-core dislocation at α = 1/2. The upward shift of the
symmetry axis by din/2 also imposes a shift of the inner and outer
domains with respect to each other by Δy = (dout − din)/2.
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with respect to x = Lx/2. The dislocation pair corresponds to an
extra lamella domain for Lx/4 < x < 3Lx/4. In the initial stage, α
= 0, the dislocation cores are formed by an isolated B droplet
(i.e., B-core dislocation), whereas in the final stage, α = 1/2,
there are two apposing A-core dislocations. The ending
morphology, α = 1/2, of the string is obtained from the initial
one, α = 0, by breaking the upper misconnections of the two
dislocations as shown in Figure 11. Obviously, starting and
ending morphologies have equal free energies in a symmetric
block copolymer, and the interval 0 ≤ α ≤ 1/2 corresponds to
half a glide process.

The inner domain spacing, Lx/4 < x < 3Lx/4, is din = Ly/(Np
+ 1), and the outer periodicity is dout = Ly/Np with Np = 8. We
choose the perpendicular system size Ly = Np(Np + 1) d0/(Np +
1/2), asserting that the inner Np + 1 lamellae are compressed
and the outer Np lamellae are stretched so that their free
energies per chain in the stretched and compressed domains are
approximately equal. This choice results in a cancellation of the
boundary-induced forces (discussed in the section Interaction
of Two Apposing Dislocations).
The MFEP of the glide motion of the apposing dislocations

is presented in Figure 11. Its multiple free energy extrema are
indicated by the numbered arrows. The concomitant
intermediate morphologies along the MFEP are depicted in
panels b1−b3 of Figure 11, where we only show the lateral area
around the right dislocation core marked by the red frame in
the panel of the morphology at α = 0 and the top-left portion of
this area inside the blue box is further enlarged to show the
cross section of the broken A domain.
The first maximum along the MFEP, at α = 0.0625,

corresponds to triggering the rupture of the misconnected A
domain that participates in the Y-shaped junction. Similar to
the MFEP of annihilating a tight dislocation pair, this rupture of
the A domain is a truly three-dimensional process that starts at

one of the two confining, nonpreferential surfaces of the film.
The excess free energy arises from the creation of a wedge-
shaped A domain, where the unfavorably thin domain thickness
at the top of the film frustrates the packing of the
macromolecules and increases the area of the internal AB
interfaces (cf. Figure 11b1). We note that the corresponding
free energy barrier, Δf b ≈ 0.06, is slightly larger than the free
energy barrier, 0.05, encountered in breaking an A domain in
the course of annihilating a tight dislocation pair.18

This finding indicates that the barriers for breaking
connections are influenced by the local geometry and the
concomitant local distortion of the domains giving rise to
stretched or compressed domains and a local increase of the
internal AB interface area. As the breaking of the A domain
progresses from the top of the film toward the substrate, the
free energy is reduced and a new metastable state is formed at α
≈ 0.1094. In this metastable state, only the top half of the A
domain is broken, but the bottom portion of the Y-shaped
connection remains intact. This metastable structure has a lower
free energy than the isolated, quasi-two-dimensional disloca-
tion, α = 0. Indeed, such a partially broken A domain is also
observed as long-lived structure in the simulation of the
stagnation climb for t < 28τ; cf. bottom row of snapshots in
Figure 1.
The portion 0.3594 ≤ α ≤ 0.5 of the MFEP path

corresponds to breaking the bottom half of the A connection,
completing the transformation from B-core dislocation to an A-
core dislocation. By virtue of the compositional symmetry of
the copolymer and geometric symmetry of the intermediate
defect morphologies, the MFEP path is symmetric with respect
to α = 1/4.
The configurations along the MFEP at α = 0.1094, 1/4, and

0.3594 demonstrate that the large free energy barrier, Δf b ≈
0.3, at α = 0.25 is not associated with altering the domain
connectivity. In fact, the local morphologies at α = 0.1094 and
0.25 are very similar. Instead, the barrier at α = 1/4 arises from
a subtle but long-range distortion of the morphology. In the
initial B-core dislocation, α = 0, the system exhibits a mirror
symmetry with respect to the center of the isolated inner B
domain that forms the defect core. Likewise, the final A-core
dislocation, α = 1/2, is symmetric with respect to the center of
the isolated, inner A domain. Since the domain spacings, din and
dout, of the inner and outer lamellae differ, such a shift of the
symmetry axis by din/2 also requires that the relative
positioning of the inner and outer lamellae is altered. As
sketched in Figure 12, the upward shift of the symmetry axis by
din/2 between α = 0 and α = 1/2 is accompanied by a

Figure 11. (a) MFEP for the glide motion of a pair of apposing
dislocations. The system size in the normal direction is Ly = 8/(1 − 1/
18)d0. (b1−b3) Isosurface plots of A density of the portion around the
right dislocation inside the red box for three intermediate
morphologies located at α ≈ 0.0625, α ≈ 0.1094, and α = 0.2500
and their cleaved portion at the left-top showing the cross section of
the broken A domain.

Figure 12. Sketch of the symmetry axis of the B-core dislocation at α =
0 and the A-core dislocation at α = 1/2. The upward shift of the
symmetry axis by din/2 also imposes a shift of the inner and outer
domains with respect to each other by Δy = (dout − din)/2.
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with respect to x = Lx/2. The dislocation pair corresponds to an
extra lamella domain for Lx/4 < x < 3Lx/4. In the initial stage, α
= 0, the dislocation cores are formed by an isolated B droplet
(i.e., B-core dislocation), whereas in the final stage, α = 1/2,
there are two apposing A-core dislocations. The ending
morphology, α = 1/2, of the string is obtained from the initial
one, α = 0, by breaking the upper misconnections of the two
dislocations as shown in Figure 11. Obviously, starting and
ending morphologies have equal free energies in a symmetric
block copolymer, and the interval 0 ≤ α ≤ 1/2 corresponds to
half a glide process.

The inner domain spacing, Lx/4 < x < 3Lx/4, is din = Ly/(Np
+ 1), and the outer periodicity is dout = Ly/Np with Np = 8. We
choose the perpendicular system size Ly = Np(Np + 1) d0/(Np +
1/2), asserting that the inner Np + 1 lamellae are compressed
and the outer Np lamellae are stretched so that their free
energies per chain in the stretched and compressed domains are
approximately equal. This choice results in a cancellation of the
boundary-induced forces (discussed in the section Interaction
of Two Apposing Dislocations).
The MFEP of the glide motion of the apposing dislocations

is presented in Figure 11. Its multiple free energy extrema are
indicated by the numbered arrows. The concomitant
intermediate morphologies along the MFEP are depicted in
panels b1−b3 of Figure 11, where we only show the lateral area
around the right dislocation core marked by the red frame in
the panel of the morphology at α = 0 and the top-left portion of
this area inside the blue box is further enlarged to show the
cross section of the broken A domain.
The first maximum along the MFEP, at α = 0.0625,

corresponds to triggering the rupture of the misconnected A
domain that participates in the Y-shaped junction. Similar to
the MFEP of annihilating a tight dislocation pair, this rupture of
the A domain is a truly three-dimensional process that starts at

one of the two confining, nonpreferential surfaces of the film.
The excess free energy arises from the creation of a wedge-
shaped A domain, where the unfavorably thin domain thickness
at the top of the film frustrates the packing of the
macromolecules and increases the area of the internal AB
interfaces (cf. Figure 11b1). We note that the corresponding
free energy barrier, Δf b ≈ 0.06, is slightly larger than the free
energy barrier, 0.05, encountered in breaking an A domain in
the course of annihilating a tight dislocation pair.18

This finding indicates that the barriers for breaking
connections are influenced by the local geometry and the
concomitant local distortion of the domains giving rise to
stretched or compressed domains and a local increase of the
internal AB interface area. As the breaking of the A domain
progresses from the top of the film toward the substrate, the
free energy is reduced and a new metastable state is formed at α
≈ 0.1094. In this metastable state, only the top half of the A
domain is broken, but the bottom portion of the Y-shaped
connection remains intact. This metastable structure has a lower
free energy than the isolated, quasi-two-dimensional disloca-
tion, α = 0. Indeed, such a partially broken A domain is also
observed as long-lived structure in the simulation of the
stagnation climb for t < 28τ; cf. bottom row of snapshots in
Figure 1.
The portion 0.3594 ≤ α ≤ 0.5 of the MFEP path

corresponds to breaking the bottom half of the A connection,
completing the transformation from B-core dislocation to an A-
core dislocation. By virtue of the compositional symmetry of
the copolymer and geometric symmetry of the intermediate
defect morphologies, the MFEP path is symmetric with respect
to α = 1/4.
The configurations along the MFEP at α = 0.1094, 1/4, and

0.3594 demonstrate that the large free energy barrier, Δf b ≈
0.3, at α = 0.25 is not associated with altering the domain
connectivity. In fact, the local morphologies at α = 0.1094 and
0.25 are very similar. Instead, the barrier at α = 1/4 arises from
a subtle but long-range distortion of the morphology. In the
initial B-core dislocation, α = 0, the system exhibits a mirror
symmetry with respect to the center of the isolated inner B
domain that forms the defect core. Likewise, the final A-core
dislocation, α = 1/2, is symmetric with respect to the center of
the isolated, inner A domain. Since the domain spacings, din and
dout, of the inner and outer lamellae differ, such a shift of the
symmetry axis by din/2 also requires that the relative
positioning of the inner and outer lamellae is altered. As
sketched in Figure 12, the upward shift of the symmetry axis by
din/2 between α = 0 and α = 1/2 is accompanied by a

Figure 11. (a) MFEP for the glide motion of a pair of apposing
dislocations. The system size in the normal direction is Ly = 8/(1 − 1/
18)d0. (b1−b3) Isosurface plots of A density of the portion around the
right dislocation inside the red box for three intermediate
morphologies located at α ≈ 0.0625, α ≈ 0.1094, and α = 0.2500
and their cleaved portion at the left-top showing the cross section of
the broken A domain.

Figure 12. Sketch of the symmetry axis of the B-core dislocation at α =
0 and the A-core dislocation at α = 1/2. The upward shift of the
symmetry axis by din/2 also imposes a shift of the inner and outer
domains with respect to each other by Δy = (dout − din)/2.
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ABSTRACT: The thermodynamics of dislocations in thin films of
lamella-forming diblock copolymers and their climb and glide motions
are investigated using single-chain-in-mean-field (SCMF) simulations
and self-consistent field theory (SCFT) in conjunction with the string
method. The glide motion of a defect perpendicular to the stripe pattern
is characterized by large free energy barriers. The barriers not only stem
from altering the domain topology; an additional barrier arises from a
small-amplitude but long-range domain displacement. In contrast, the
climb motion along the stripes does not involve a free energy barrier in
accord with the continuous translational invariance along the stripe.
Thus, the perpendicular distance (“impact parameter”) between a pair
of defects is approximately conserved. Dislocation pairs with opposite
Burgers vectors attract each other and move toward each other
(“collide”) via climb motion. We find that the forces between apposing
defects significantly depend on system size, and the Peach−Koehler force in smectic structures only becomes accurate for
extremely large system sizes. Moreover, we observe in SCMF simulations that the defect annihilation time qualitatively and
nonmonotonously depends on the defects’ perpendicular distance and rationalize this finding by the collective kinetics along the
minimum free energy path (MFEP) and the single-chain dynamics in an inhomogeneous environment.

■ INTRODUCTION
Block copolymer self-assembly provides a useful platform for
the fabrication of various ordered nanostructures.1−4 Varying
molecular architectures including chain topology and number
of blocks or species, one can fabricate a vast diversity of
equilibrium structures for a wide spectrum of potential
applications.5−7 For applications in microelectronics, extremely
small defect densities on the order of 1 defect in 100 cm2 are
required, and chemically or topographical substrate patterns are
employed to guide the structure formation. This directed self-
assembly (DSA) of block copolymers offers a promising
bottom-up patterning technique that is currently regarded as
one of the most appealing next-generation lithography
techniques.3,8,9 On one hand, DSA aims to generate large-
scale, defect-free, geometrically simple and dense struc-
tures.10−13 On the other hand, DSA targets the design of
irregular, device-oriented structures, of which some structural
units resemble the geometry of defects.14−17 For both
application aspects it is critical to understand and control the
thermodynamics and kinetics of defect formation and
annihilation.18,19

One of the most widely studied patterns in DSA are lines and
spaces (L/S) that are formed by the self-assembly of AB block
copolymers in thin films yielding perpendicularly standing
lamellae10 or single-layer lying cylinders.20−22 These L/S
structures in the context of DSA have also been intensively

studied by self-consistent field theory (SCFT).9,18,23,24

Imperfections due to stripe misalignment or disconnections
result in the occurrence of topological defects in the quasi-two-
dimensional patterns similar to what is observed in smectic
liquid crystals.9 One prototypical defect type are dislocations.
These defects not only appear in two-dimensional lamellar
morphologies in thin films without patterned substrate, but
they are also observed in single-layer lying cylinders guided by
topographical trenches25 or free-standing lamellae guided by
periodic chemical patterns with imperfect guiding conditions.26

Thermodynamically, the (meta)stability of a defect is
characterized by its excess free energy, ΔFd, i.e., the free
energy difference with respect to the corresponding defect-free
morphology.18 The free energy of a defect dictates the
probability that a defect is created by thermal fluctuations in
a defect-free morphology. Except for the ultimate vicinity of the

transition to the disordered phase, Δ ∼ ̅F k TB 5 with kB
denoting Boltzmann’s constant and T temperature. The large
values of the invariant degree of polymerization, ̅ ∼ 1045 ,
prevent the spontaneous formation of defects. This finding
implies that experimentally observed defects cannot be
conceived as rare equilibrium fluctuations in a defect-free
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system: dislocation pair, χN=30, non-patterned surface  
particle simulations using Single-Chain-in-Mean-Field algorithm 

b) how fast does defect move: unconstraint vs evaporation    

t/τ = 0         112                 225                337               449                506 
4.5 106 SMC 

t/τ = 0          5.62               11.23             16.85             19.44             20 
1.7 105 SMC 

evaporation climb 

unconstraint climb 

both climbs remove defect, but evaporation climb is qualitatively slower  

no perpend.  
shift 

Lo perpend.  
shift 



L(t) 

unconstraint climb: 
viscous response to force 

constant velocity, 
linear decrease of L 

b) how fast does defect move: unconstraint vs evaporation    

Li, Müller, Macromolecules 49, 6126 (2016) 



L(t) 

evaporation climb: constant evaporation rate, r, of block from extra lamella 
                                                            exponential decrease of L 

unconstraint climb: 
viscous response to force 

constant velocity, 
linear decrease of L 

microscopic: blue blocks in extra half lamella “evaporate”, single blocks 
diffuse through red domain and must overcome free energy barrier ~ χNfkBT 
macroscopic:       aims at shrinking L, but does not efficiently translate into 
current, small Müller, Daoulas, Phys. Rev. Lett 107, 227801 (2011)  

b) how fast does defect move: unconstraint vs evaporation    



stagnation climb: motion arrests in a metastable configuration 
                               here: tight dislocation dipole 
 
defect annihilation is a thermally activated process      
      protracted annihilation time because 
 
questions:  
a)  what is the microscopic mechanism of defect annihilation? 
b)  what are the concomitant activation free energies (barriers)? 

       study Minimum Free-Energy Path (MFEP) by string method 
 

c) does defect motion/collision result in defect annihilation?  
    

t/τ = 0          5.62               11.23             16.85             28                  899 
5 106 SMC 

2Lo vertical  
shift 

2Lo vertical  
shift 
8 106 SMC 

Li, Nealey, de Pablo, Müller, Phys. Rev. Lett. 113, 168301 (2014) 



system: dislocation pair  
Minimum Free-Energy Path (MFEP) of F[W] obtained by SCFT theory 
 

 defect annihilation by lateral interface motion (2D)   

without guiding pattern, ΛN=0                   sequential breaking of connections 

2D mechanism (3D calculations) 

2D calculation for graphoepitaxy see Takahashi, et al, Macromolecules 45, 6253 (2012) 

defect removal = wetting of the aligned, registered grain 





 defect annihilation by perpendicular interface motion   
wetting-like mechanism 

L 
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wetting of half lamellar  
domain on stripe 

wetting of aligned 
grain on patterned 
substrate 

defect grain 

aligned g. 

Li, Nealey, de Pablo, Müller, Phys. Rev. Lett. 113, 168301 (2014) 
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Li, Nealey, de Pablo, Müller, Phys. Rev. Lett. 113, 168301 (2014) 

Hur, Thapar, Ramirez-Hernandez, Khaira, Segal-Peretz, Rincon-Delgadillo,  
Li,  Müller, Nealey, de Pablo, PNAS 112, 14144 (2015) 



system: dislocation pair  
Minimum Free-Energy Path (MFEP) of F[W] obtained by SCFT theory 
 

 defect annihilation by perpendicular interface motion   

wetting-like mechanism 

without and with guiding pattern            sequential breaking of connections 
Li, Nealey, de Pablo, Müller, Phys. Rev. Lett. 113, 168301 (2014) 



system: dislocation pair, χN=20, 3×density multiplication, 3 L0 perp. shift 
Minimum Free-Energy Path (MFEP) obtained by particle simulation 
 

 defect annihilation for larger “impact parameter”   

Hur, Thapar, Ramírez-Hernández, 
Khaira, Segal-Peretz, Rincon-Delgadillo,  

Li, Müller, Nealey, de Pablo,  
PNAS 112 14144 (2015) 

Importantly, calculations for guiding stripes that deviate from
perfect commensurability reveal that the thermodynamic equi-
librium morphology is not affected, but that the kinetics of DSA
(i.e., the time required for defect removal) can vary consider-
ably. As explained in SI Text, we also considered the magnitude
of barrier heights as a function of the relative position of a
defect to the guiding stripes. Surprisingly, we found that when
one of the edge dislocations lies on the guiding stripe, it is
harder to remove the associated defect than when it is on
a neutral background (Fig. S6 and Table S2).

Dislocation Dipoles Separated by Multiple Lamellae. At this point, it
is instructive to note that, although the kinetic barriers for ad-
jacent dislocation dipoles are predicted to be small for low values
of χN, experimentally observed defect densities can, in some
cases, be large. The answer to this apparent contradiction is that
previous studies were limited to cases where the two edge dis-
locations were located next to each other. Generally, the initial
stages of structure formation lead to dislocation dipoles that are
apart in both the perpendicular and parallel directions to the
stripes. The strain energy of dislocations leads to an attractive
force between them, causing them to gradually approach each
other by a “climbing” or a “gliding” motion (36). Here, climbing
refers to an edge dislocation displacement along the stripes, and
perpendicular to the Burgers vector; gliding describes a defect
movement perpendicular to the internal AB interfaces. Unlike
the defects in solid crystals, in which climbing by the emission or
absorption of vacancies is more difficult, defects in block co-
polymer thin films are expected to exhibit a slower gliding mo-
tion, because gliding necessarily involves interdiffusion across
domain boundaries and interface destruction, a highly unfavorable
process due to the enthalpic penalty for block mixing mentioned
earlier. Climbing motion, on the other hand, can be achieved via
relatively inexpensive chain displacements parallel to the inter-
faces. These views are confirmed by recent experiments by Tong
and Sibener, who monitored the dynamics of layered structures
of cylinder-forming block copolymers confined in a channel (36).
In response to the strain field-mediated interactions, disloca-

tion cores with opposite Burgers vectors attract each other and
climb along the stripes until they reach a metastable, force-free
configuration. Here we therefore focus on gliding motion out of
this metastable configuration, and examine how barrier heights
vary for each of the peaks as the perpendicular distance between
edge dislocations varies.
Fig. 6 presents the MFEP of dislocation dipoles separated by

two lamellar periods at χN = 20. As shown in the representative
configurations of the initial defect configuration, two edge dis-
locations are located right next to the A-attractive guiding stripes,
and intermediate curved domains are located on top of the neutral
domain. Along the defect annihilation path, there is a small first
barrier that corresponds to bridge formation of the bright B blocks,
followed by a downhill descent corresponding to the growth of the
bridge (increasing the wetting layer of B). Another small barrier
and a downhill section follow as the bridge of the B block on the
other side forms and grows. Approximately at the reaction co-
ordinate α = 0.3, the system reaches a 3D metastable structure.
Beyond that structure, the free energy rises again. This uphill
process is associated with the formation of the B bridge, and is
followed by transition states with a large barrier height. This first
transition state has a slight connection of the red A domain,
which occurs after the B bridge increases on one side, as shown
in the fifth morphology of Fig. 6B. When the connected A do-
main vanishes completely, the B core edge dislocation is transferred
into an A core edge dislocation. A similar transition occurs on the
other side, and eventually results in a dislocation dipole with a re-
duced distance of L0. The morphology of this dislocation dipole is
the same as that of the initial defect structure (tight dislocation
dipole) studied in MFEP for Edge Dislocation Dipole, and the

subsequent portion of the MFEP is the same as the black curve in
Fig. S4 for χN= 20. We would like to emphasize that, although the
barrier height for annihilation of dislocation dipoles that are ad-
jacent to each other is predicted to be very small, if the two edges
of a dislocation pair are initially apart, the system must first cross
transition states having much larger barrier heights, on the order
of 15  kBT, even for materials having a small χN = 20. This is
more than 3 times larger than the barrier height for dislocation
dipoles that are adjacent to each other.
Note, additionally, that the kinetic pathway for defect removal

consists of multiple barriers and metastable states and that the
probability of a metastable state going back in the direction toward
the original defect state is not negligible, i.e., the system performs
a stochastic jump process between the metastable states.
These observations help explain the higher defect density that

is sometimes observed in experiments, and emphasizes that, for
DSA, it is important to know how barrier height ΔFb varies as a
function of the distance between dislocations. Previous experi-
mental studies (36, 37) that attempted to fit data using a uniform
diffusion, regardless of the distance between dislocation dipoles,
were unlikely to capture the diffusion of moving defects.

Conclusions
We have examined the MFEP for defect annihilation of dislo-
cation pairs in lamellar structures of block copolymer thin films,
with an emphasis on industrially relevant DSA strategies that
rely on a chemically patterned substrate and density multiplica-
tion. Multiple metastable states, separated by free energy bar-
riers, arise along the MFEP. The largest barrier height, ΔFb, for
a tight dislocation dipole corresponds to the formation of a first
transition state in which a molecular bridge connecting the edge
and the nearest curved domain is initiated. From a Kramers-like
approach, the transition time is expected to be exponentially
proportional to ΔFb. This will therefore be the most time-con-
suming step along the path. MFEP and diffusive MC simulations,
which can predict the evolution of morphologies, show that once
a bridge is formed, it can grow rapidly as additional molecules

Fig. 6. (A) MFEP between a dislocation dipole separated by two periods and
defect-free lamellar structures . The x axis represents the reaction coordinate
along the pathway, α∈ ½0,1". The y axis is free energy difference with the
starting morphology (defective) in units of kBT. (B) Morphologies along the
MFEP in A. All of the images correspond to bottom views.
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Importantly, calculations for guiding stripes that deviate from
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librium morphology is not affected, but that the kinetics of DSA
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of barrier heights as a function of the relative position of a
defect to the guiding stripes. Surprisingly, we found that when
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of 15  kBT, even for materials having a small χN = 20. This is
more than 3 times larger than the barrier height for dislocation
dipoles that are adjacent to each other.
Note, additionally, that the kinetic pathway for defect removal

consists of multiple barriers and metastable states and that the
probability of a metastable state going back in the direction toward
the original defect state is not negligible, i.e., the system performs
a stochastic jump process between the metastable states.
These observations help explain the higher defect density that

is sometimes observed in experiments, and emphasizes that, for
DSA, it is important to know how barrier height ΔFb varies as a
function of the distance between dislocations. Previous experi-
mental studies (36, 37) that attempted to fit data using a uniform
diffusion, regardless of the distance between dislocation dipoles,
were unlikely to capture the diffusion of moving defects.
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cation pairs in lamellar structures of block copolymer thin films,
with an emphasis on industrially relevant DSA strategies that
rely on a chemically patterned substrate and density multiplica-
tion. Multiple metastable states, separated by free energy bar-
riers, arise along the MFEP. The largest barrier height, ΔFb, for
a tight dislocation dipole corresponds to the formation of a first
transition state in which a molecular bridge connecting the edge
and the nearest curved domain is initiated. From a Kramers-like
approach, the transition time is expected to be exponentially
proportional to ΔFb. This will therefore be the most time-con-
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which can predict the evolution of morphologies, show that once
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•  defect annihilation involves 
dislocation glide and breaking 
of connections via a wetting- 
like mechanism 
       multiple barriers 

•  pathway and barrier depends 
on relative position of defects 
cores with respect to guiding 
pattern 



system: dislocation pair  
Minimum Free-Energy Path (MFEP) of F[W] obtained by SCFT theory 
 

 defect removal is enhanced close to ODT   

there exists a region of χN 
where 
but 
i.e. defects have a high free energy 
(not formed by thermal fluctuations)  
and are not metastable 
(spontaneously decay)  

Li, Nealey, de Pablo, Müller, Phys. Rev. Lett. 113, 168301 (2014) 



SCFT: mean-field theory that ignores composition fluctuations 
fluctuations and free-energy scale are controlled by  
invariant degree of polymerization 
 
•  SCFT is accurate in ordered state Glaser et al, Phys. Rev. Lett. 113, 068302 (2014) 

 role of fluctuations   

•  shift of ODT Fredrickson, Helfand, J. Chem. Phys. 87, 697 (1987) 
  

barrier 

•  exists a region  
where 
but 
 

•  small CD; small N 
fluctuations shift ODT  

 
                              

 (for b=0.7nm) 
Müller, Li, Orozco Rey, Welling, MRS Proceedings 175 mrsf14- 1750-kk03-05 (2015) 



system: dislocation pair  
particle simulations using Single-Chain-in-Mean-Field algorithm 
 
 
 
 
 
 
observation at χN=30: distance between dislocations decreases in time 
                                     collide and form a metastable tight dislocation dipole 
quench from χN=30 to 20 renders tight dislocation dipole unstable 
 

 process-directed self-assembly: defect removal at low χN   

t/τ = 0          5.62               11.23             16.85             28                  1000 
5 106 SMC 

stagnation climb – metastable dipole 

t/τ = 0           0.11               4.5                 5.4 
337 τ

8 106 SMC 



χN=30    146τ 20 (146+1.1)τ 20 (111+2.2)τ

L/S pattern – 2×density multiplication with non-optimal neutral background  
eliminate metastable defects (146τ@χN=30) by reducing χN=30è20 

        robust result: free-energy landscape changes with incompatibility and 
        defects are not metastable and spontaneously anneal around χN=20 

 process-directed self-assembly: defect removal at low χN 
χN=30     1.1τ χN=30    146τχN=30     3.3τ χN=30    71τ

20 (111+3.3)τ



summary 
•  excess free-energy of defects is prohibitive ΔF ~O(100kBT): 

defects will not spontaneously form but arise in course of structure formation 

•  local smectic-A geometry controls defect motion and collision  
deviation from Peach-Koehler force due to boundary/finite-size effects 

•  defect removal fast at intermediate segregations, χN*≈18 
process window increases with preference of guiding pattern  

      
process-directed self-assembly: tailor free energy landscape of self-assembly 
by temporal control of thermodynamic state variable, e.g., χN or solvent 

Grenoble, October 13 2015 
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